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Unit Test Method
Value Value
MR e

FWEE Kg/m® | 80-120 106.7 GBIT 6343-2009
DENSITY
RI{EEE Kpa > 50 98.8 GB/T 6344-2008
TENSILE STRENGTH

FU <2z
W e % > 120 245.2 GB/T 6344-2008
TENSILE RATE

EIRRE
[E4EEE Kpa <50 3.9 ASTM D 1056
COMPRESSION DEFLECTION

G A
E48K AZER, (48 50% ) % < 30 9.9 GB/T6669-2008
COMPRESSION DEFORMATION

ZU i=a
HiZdEE Nicm >20 4.07 GB/T10808-2006
TEARING STRENGTH
——
S % > 26 26.5 GB/T 2406-2009
OXYGEN INDEX
PEIEME (70°C, 22h) % <392 0 GB/T 17794-2008
HEAT STABILITY
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