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A Item . Standard Actual
Unit Test Method
Value Value
%R
RMSHE Kg/m® | 80+10 77.1 GB/T 6343-2009
DENSITY
EVRLL: Y Kpa > 50 118.1 GB/T 6344-2008
TENSILE STRENGTH
e 2 3R
TR K2 % > 120 263.7 GB/T 6344-2008
TENSILE RATE
4858 E Kpa <50 2.0 ASTM D 1056
COMPRESSION = DEFLECTION
EARAKAZER ( B4R 50% ) % < 30 6.2 GB/T6669-2008
COMPRESSION  DEFORMATION
Zu
HRBE Nfem | 220 3.14 GB/T10808-2006
TEARING STRENGTH
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